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Intertek

TEST REPORT
NUMBER : DELH16003717- REV1
DATE . 28-Jul -2016
APPLI CANT : Sari ka Tradi ng Conpany THI S | S TO SUPERSEDE REPORT
2762 1ST FLOOR ,, QUTAB ROAD SADAR BAZAR, NO DELHL16003717
DELHI, 110006, | NDI A DATED 04-Jul -2016
ATTN : NI TI N SACHDEVA
Sanpl e Description : THE SUBM TTED SAMPLE SAI D TO BE HOOK.

Date Received/ Date Test Started : 29 Jun 2016
Date Confirmati on Recei ved Do-

Buyer : NOT' PROVI DED
Order No Do

Fi bre Content :

Col or . NI CKEL

Style No : 999

Article No Do-

Country O Oigin -

TEST CONDUCTED : AS PER THE REQUEST OF THE APPLI CANT. FOR FURTHER DETAI LS PLEASE
REFER TO ENCLOSED PAGE( S)

CONCLUSI ON :
CORROSI ON *
NOTE : M = MEETS REQUI REMENT, F = FAILS TO MEET REQUI REMENT
* = REQUI REMENT NOT PROVI DED, NA = NOT APPLI CABLE
# = EXEMPTED, NC = NO COMVENT,
SC = SEE COMMVENT ** = REFER RESULT
## = NOT PERFORMED MA = MARG NAL ACCEPTANCE
P = PASS
REMARKS

SPECI FI CATI ON FOR TESTI NG HAS BEEN PROVI DED BY THE APPLI CANT.

REPORT HAS BEEN REVI SED TO MENTI ON NO CORROCSI ON OBSERVED

AUTHORI ZED BY
FOR Intertek India Private Linited [Hardline]
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; .
rl.ll e q| LP}

OVPRAKASH VI SHWAKARVA
LAB MANAGER [ OVPRAKASH. V@ NTERTEK. COM
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Intertek

TEST REPORT

NUMBER : DELH16003717- REV1
DATE : 28-Jul-2016

TEST CONDUCTED (AS REQUESTED BY THE APPLI CANT)

1. CORROSI ON
TESTI NG CONDI TI ON:

(1) SODI UM CHLORI DE (NaCl) SOLUTI ON CONCENTRATI ON = 10.6 gni |l tr
(2) pH = 6.8

(3) CHAMBER TEMPERATURE = 35°C

(4) EXPOSURE PERI OD = 24 HOURS.

CORROSI ON DEFECT EVALUATI ON

Requi r enent
NO CORRCSI ON OR VI SUAL CHANGE OBSERVED *

## END OF THE TEST REPORT ##

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any
particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than the Addressee in respect of this report and only
accepts liability to the Addressee insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you. Intertek makes no
warranties or representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the
Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute.
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